
Interval Layers Lowering Height Filling Density Cleaning Layer Interval
Cleaning 

Pulse Width(us)
Cleaning 

Speed(mm/s)
Frequency(kHz)

Beech Wood 15 30 1500 1 0,01 0,1 10 15 3000 100
Basswood 15 30 1500 1 0,01 0,1 10 15 3000 100

Slate 5 30 1500 1 0,01 0,03 10 15 3000 100
Brass 5 30 1500 1 0,01 0,03 10 15 3000 100

Note: The above parameters are based on tests conducted 
under laboratory conditions and are provided for reference 
only. 
Parameters may vary depending on the material being used.

Relief Engraving
Object Parameters Advanced Parameters

Z-axis Lowering Distance Cleaning
Material Pulse 

Width(us)
Frequency(kHz) Speed(mm/s)


